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[RY.':ALL ACCE:SSORY ruAL· FUP.FC.S::; DATE: ll/24/75 
PRODUCTS .(\ · (NON-ASBESTOS) PAGE: 1 o£ 2 

' 

APPRO'iALS~~ (}f< P!lOOOCING PWIT: CANCELS: J-6903 
. / . . 

~ .hU!~~ /j·~- .· 
.. SEATTLE . DATE: 4/.23f.74 . . 

. . ' 
.. 

. BtJI.Iri.In\\ ' DESCRIPriON ,: FOUNDS GALLONS 

165 Ground P.a;v Gypsum 
. 

37.05 2200 

489 . Wolhstodte 3.17 200 

251 l ... ~ c~ .!~.~c . 5.05 300 .. . 
. 247 !.!ica s 5.05 JOO 
. H771f 'i'"-"C:' ,.,, .... C~-4-;t' 

052 l .. ·-- _ "' '"~~Co.) 3.37 200 

442 Talc 2.53 150 
. 

245 Methoeel 228 
.. 

0,25 15 

241. Cellosize CP-L4CO-H o.os 5 
. 

200 Ke1tcse ; 
0.13 8 . : 

453 · ~eserv~tive - Dcwicil 75 0.13 8 

470 F\'Ac Emulsion (6.1J% on solids) 6.20 368 40 
.. .· . 

Troykyd 666 ~~l!lkd#ll') 0.30 18 
. .$ 1;,v '1 

\'l~ter - st'!rt 3o.ss 1834 220 . 
Vlater - ad.lust to std. visccsitv 5.61 JJJ LO 

TOTAL lCO.OO 59J9 

f!.A.WFACI'tl~I~!Q ·It~SI~tJQ!IC:!S:. 

1. See Process Bulletin J-2 • t-lix Troykyd Defoamer· before using. 
2; Dry blend all po·t:der I:t!!terials S minutes. .. 
J. For :r:.:o add 4 lbs. Yellow Oxide per batch (Eul!etin re.:-J-190). 
4· For s=er conditions add S gallons Ethylene Gl:;col per batch, 
5 •. Vlx-all-r.mterials until paste .. is .smooth .and lurr,p free, Stop mixer. ror 

0 • • • .1- • - - - . 5 minutes 
1 

rellll.X add~ng water to t~eet v~scos~.y spec. 

(UAJ.ITY COt;TF.OL: 
I 
l 
t 

Tll-1 
TM-3 
TM-6 
TM-7 

Viscosity, Vic at, 150 gm cyl@ 5 sec, 
Tape !lond 

13 - 16 llllll i 
9- 10 ! 

No lumps · I 
Equal to St2ndard 

Application 
Workability 

• 

I 
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